
CAUSES:
•	 use of unsuitable thinner

•	 incorrect paint mixing

•	 paint exposure to weathering

•	 incorrect application technique

PREVENTION:
• 	use recommended thinners

 • 	protect painted surfaces from weathering

• 	use appropriate painting technique

RESTORATION:
• 	 remove coating, clean the substrate and repaint it
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